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Plakaty 6-11 października 2019 r.

P15

Magneto-optical visualization of the mechano- thermal effect on
the pinning structure in the NbTi

O. I. Kuchuk1, I. Abaloszewa2, V. V. Chabanenko1, A. Nabiałek2,

A. Abaloszew2, V. F. Rusakov3, O. M. Chumak1,2, R. Puźniak2
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The flux pinning centers in the NbTi alloy are produced by the thermo-mechanical cycling consisting
of a series of material drawing and heat treatments. Transmission electron microscopy allows the
images of alloys nanostructure on the scale of 100 nm and estimates size of the pinning centers [1].
Magneto-optical (MO) imaging technique was used in superconducting (SC) large grain (50 mm) Nb
ingot slice for detection of bulk defects, which are visible as features on MO images [2]. In this
report, MO registration of the magnetic flux penetration was used in the Nb50Ti SC for visualization
of the mechano-thermal effect on the pinning structure as key element of high critical current density.
The disc shape sample was cut from a rod of NbTi after extrusion. The structure of the boundary
between the Meissner and critical states was studied during external magnetic field penetration into
alloy a) after the extrusion and b) after the heat treatment stages. The magnetic induction distribution
in the extruded material exhibits a complicated 3D-structure. Based on the analysis of the correlation
function, it was found that: the fractal Housdorff dimension of flux front amounts to about 1.5; the
fractal dimension increases a) with increasing external magnetic field and b) in fixed external magnetic
field with increasing level of induction at which the analysis was done. MO patterns make it possible
to reveal the directions of plastic flow in a material under mechanical stresses at the extrusion. The
heat treatment stage leads to significant changes of fractal Housdorff dimension of flux front and the
value of critical current density. Other features of magnetic field penetration into SC were discussed.
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Puźniak R., P14, P15, U5, ZD19

Radwanski R. J., P13, U7
Ren H., ZK4
Rindfleisch M., P26
Rogacki K., ZD10, ZK1
Roman M., U24
Ropka Z., P13, U7
Rosmus M., P18, U10, ZD9
Rusakov V. F., P15
Ruszała P., P19
Rybicki D., P3, ZD6

Sakai N., P17
Samsel-Czekała M., P19
Sato T. J., U16
Sawicki M., U6
Scharf B., ZK4
Sedlmayr N., ZK6
Singh S. J., P26
Smara A., U19
Sobczak Z., U17
Sobolewski R., U4
Sotnikov, A., ZK2
Spałek J., U2, ZD3, ZD4, ZD9
Starowicz P., P18, U10, ZD9
Staszewski R., U27
Sternik M., ZD11
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Tabiś W., U1, ZD2
Tejeda A., U10, ZD9
Toboła J., P6
Tomczak P., U21
Tomków Ł., U19
Tran L. M., P21
Tran V. H., U13, U15

Vignolo M., P27

Walczak Ł., U10, ZD9
Wiendlocha B., P6, P11, U9, U11, U14, U12
Więckowski A., U28
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